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Symbol | Hit Count | Finished Hole Size | Plated | Hole Type
o 10 0.613mm PTH | Round
X om 0.200mm PTH | Round
291 Totel

NOTES:
1. Metoriel: FRA por IPGA4101/99, Double sided, Finishod PCB Thickness 1.6mm +- 10%
Diclectric Constant to b no graetor then 4.5,
Copper both sklas - Finishod Thicknass 0.044mm +- 0.010mm.
Finish: ENIG - 0.06-0.16uM Gold over 3 - 5uM Nickel over Copper.
Soldar Rasist: Graan, Soklenmask over bars copper. Loeation Tokerance +-50 microns.
Excellon Drill Deta originper X-Y Detum as Shown
Toloranco: +-0,050 mrm on al rack dimonskons.
Finished Hole Sizs tolerances to be +/-0.1mm.
Board Ouling bolerncas 1 ba +/-0.1mm.
Soldermask Location Tolerance +-50 microns.
ANl other dimenslonal tolerances to be +-0.1mm.
5. Manutacture per IPC-6012 (Latast Revision). PCD must most acceptabllty
criterts 28 definad by IPC-A-800 (Lstast Revision) Class Il 2nd the
critoria dofined in MACom Technology Solutions Quelity Procadure QP-245.
Doth surfaces to b fre from pits, bumps, and soratches. Remove all bums
caused by routing, Teke care nat to dameage copper plating during routing.
Copper closa 1o board edge - Exposura is acospteblo.
6. All pebs t be cleansd prior £ cispatch. Ship Al buans in serled vacuum
pckaging. Protect from demege during shipmert,
7. Supplior will stato on the Gartificats of Conformanca Hf any of th tllowing
banned substances are used In the PCE or In the fabrication process:
P inatod! Ci P Biphenyls, Cadmium,
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Mareury, Chromium V4, or Geryllium.
0. Gertificate of Gonformence addressing notes 1, 4, 5 and 7 mey be requested.



